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Report date: 31.07.2019

MYRA FOILS PVT. LTD. - 
PLOT NO. 333, SECTOR- 57, PHASE - 4,
KUNDLI INDUSTRIAL AREA,
Sonepat
Haryana
131028 .
INDIA

 DHAWAL SHAH

ANALYTICAL REPORT
Sample code: 260-2019-07000202 Received on: 09.07.2019
Sample name: Polyvinyl Chloride (PVC Cling Film ) Analysed between: 10.07.2019 - 25.07.2019

YELLOW COLORED PVC CLING FILMSample appearance:
GoodQuantity received: Condition on receipt:1 Piece

Sealed pack NOT SAMPLED BY EUROFINSSample packing: Sampling:

HEAVY METALS & 
MINERALS

FSSAI 
Limit

UnitResultMethod

IR231 25.0 Maxmg/kg0.60IS 9845:1998Zinc (Zn)IR *

IR747 0.6 Maxmg/kg<0.5IS 9845:1998Lithium (Li)IR *

IR232 0.6 Maxmg/kg<0.5IS 9845:1998ManganeseIR *

IR229 48.0 Maxmg/kg<0.1IS 9845:1998Iron(Fe)IR *

IR465 0.05 Maxmg/kg<0.05IS 9845:1998Cobalt (Co)IR *

IR235 5.0 Maxmg/kg<0.1IS 9845:1998Copper (Cu)IR *

IR339 1.0 Maxmg/kg<0.01IS 9845:1998Barium (as Ba)IR *

CHEMICAL FSSAI 
Limit

UnitResultMethod

IR250 10 Maxmg/dm²<1IS 9845 : 1998 
(Reaffirmed 2010)

Global 
Migration:Distilled 
water 40° C for 10 
days

IR *

Conclusion: 
Based on available test results, the analysed sample can be adjusted as "PASS" wherever specifications are available as per FSSAI(Food Safety And 
Standard Authority of India) regulation.

The tests identified by the two letters code IR are subcontracted to our Eurofins Group lab.

Senior Manager

Dr Gouri Satpathy

The results may not be reproduced except in full, without a written approval of the laboratory. The results relate only to the sample analysed.
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*= Parameters not included in the Scope.

************** END OF REPORT ***************

The results may not be reproduced except in full, without a written approval of the laboratory. The results relate only to the sample analysed.
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